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Abstract This study was conducted to investigate the sus- 
ceptibility of various wood composite panels exposed to 
wood-deteriorating fungi. Five wood-attacking fungi (three 
mold fungi, one brown rot fungus, one white rot fungus) 
were inoculated into four types of commercial wood com- 
posite panels (plywood, oriented strand board, particle- 
board, and medium-density fiberboard). One solid wood 
sample was included as a control. The attacking patterns of 
the fungi in each panel was observed by scanning electron 
microscopy. The weight losses due to the exposure were 
compared. All wood composites were more or less suscep- 
tible to all fungi inoculated. The attacking mode of the fungi 
was highly dependent on the types of wood composite, 
which had inherently different shapes of voids owing to 
different shapes and characteristics of the raw furnish mate- 
rials used. Plywood and medium-density fiberboard showed 
a large weight loss after an 8-week exposure to decay fungi. 
Plywood is the most susceptible to white and brown rot 
fungi. This study indicates that all wood composite panels 
should undergo careful consideration to prevent fungal de- 
terioration when they are used for exterior and humid inte- 
rior applications. 
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Introduction 

The shortage of quality timber such as large-diameter trees 
and incentives for using small-diameter trees are driving the 
need to develop various wood-based composite panels such 
as oriented strand board (OSB), particleboard, and 
medium-density fiberboard (MDF). Various types of raw 
furnish materials are used for these composite products. For 
example, wood strands (or wafers), particles, and fibers 
mixed with proper synthetic resins are consolidated in the 
hot press to make OSB, particleboard, and fiberboard, 
respectively. Being reconstituted with specific materials, 
wood composite products can be engineered with a wide 
range of properties to fulfill the requirement of end uses. 
Particleboard has become a major material for furniture, 
and OSB is increasingly used as a building material for 
residential house, subflooring, and floor or wall paneling, ~ 
However, these materials are susceptible to biological 
attack by wood-decaying microorganisms such as mold 
and white rot and brown rot fungi, particularly in outdoor 
applications. 

Merrill et al. 2 reported that fiberboard attacked by sev- 
eral mold fungi lost about 12%-18% of its weight, resulting 
in a loss of strength of about 50%. The mold fungi con- 
sumed mainly hemicellulose and a-cellulose, whereas lignin 
was hardly attacked. 

Behr and Wittrup 3 found that the weight loss after 3 
months' exposure to decay fungi linearly increased with 
the increasing amount of jack pine in both redwood and 
northern white cedar particleboard, establishing a linear 
regression between weight loss and the mixing composition. 
They also reported that the specific gravity of the par- 
ticleboards had a profound effect on the resistance to decay 
and to termites, the higher specific gravity being 
more resistant. The resistance of MDF to decay and to 
termites was also studied by Behr, 4 who reported that MDF 
boards made of heartwood of northern white cedar were 
more resistant than those made of 50% cedar/50% hard- 
wood, It was attributed to the presence of extractives in 
heartwood. 



Using eight different boards, Wang 5 found that the rela- 
tive humidity (RH) of air played an important role in the 
growth of mold and stain fungi and the rapidity of their 
growth. He also reported that RH higher than 90% at 15 ° .  
25°C produced remarkably rapid fungal growth. Neverthe- 
less, limited results are available on the influence of 
microfungal deterioration on wood-based composites even 
though the increasing occurrence of microorganism attack 
in wood products has become a notable problem. Thus, the 
extent of microbiological deterioration should be analyzed 
so the composites can be used for exterior applications. In 
particular, the resistance of OSB to decay or mold fungi has 
not yet been studied because this composite was developed 
relatively recently (i.e., the 1980s). Furthermore, ultrastruc- 
rural study using electron microscopy has seldom been done 
to observe how decay and mold fungi deteriorate wood- 
based composite products. This study was carried out 
to observe microscopically the biological deterioration of 
wood-based composites exposed to various kinds of decay 
and mold fungi. 

Materials and methods 

Four different wood composite boards and one solid wood 
sample were used for this study: plywood (thickness 
17.5mm, density 508kg/mS), OSB (thickness 11.1mm, den- 
sity 624kg/m3), particleboard (thickness 15.9mm, density 
670kg/m3), MDF (thickness 15.9mm, density 749kg/m3), 
and spruce [Picea glauca (Moench) Voss] solid wood (thick- 
ness 12.4mm, density 385kg/m3). Commercial boards of 
each type of composite were employed for this experiment, 
and fresh small specimens (2 × 3 × panel thickness, 
in centimeters) were cut from each type of board. Five 
fungi (one white rot, one brown rot, and three mold fungi) 
were used: The white rot fungus was Phanerochaete 
chrysosporium and the brown rot fungus Tyromyces 
(Fomitopsis) palustris; the three mold fungi were 
Thrichoderma spp., Aspergillus spp., and Penicillium spp. 
The two wood-decay fungi (white and brown rot fungi) and 
three mold fungi were obtained from the Department of 
Forest Products and Technology, Chonnam National Uni- 
versity, Kwangju, Korea, and from the Forintek Canada 
Corp., Quebec, Canada, respectively. These fungi were in- 
oculated to each type of board for fungal growth according 
to standard soil-block test procedures 6 with five replica- 
tions. All board samples were brought to an equilibrium 
moisture content in a mini environmental chamber before 
fungi inoculation. The inoculated board samples were kept 
in the same chamber at RH 70% and 28°C for 8 weeks for 
fungal growth. 

For weight loss measurement and electron microscopic 
observation, every specimen was taken out at 2, 4, 6, and 8 
weeks. The formula to calculate weight loss was as follows: 

WL = IO0(W~ - W2)/W1 (1) 

where WL is weight loss in percent, and W~ and W2 are the 
sample weights before and after fungal treatment. Samples 
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were fixed with paraformaldehyde 4% and glutaraldehyde 
1%. Postfixation was done with 1% osmium tetroxide 
(OsO4). Fixed samples were dehydrated, critical point- 
dried, gold coated, and observed with a Hitachi S-2400 scan- 
ning electron microscopy (SEM) under 15 kV. 

Results and discussion 

The wood-based panels were subjected to various fungal 
attacks, and the different board types exhibited different 
susceptibility to fungi. Figure 1 shows the average weight 
loss of wood-based composites after an 8-week exposure 
to fungi. As expected, two wood-decaying fungi (P. 
chrysosporiurn and T. palustris) caused larger weight loss 
for all types of boards than did mold fungi. In general, 
plywood and OSB resulted in drastic weight losses for these 
two wood-decay fungi. Particularly, the largest weight loss 
(about 36 % with a standard deviation of 0.05 %) occurred in 
plywood exposed to brown rot fungi. OSB followed a trend 
similar to that of plywood. Particleboard had the least 
weight loss after both white and brown rot fungal exposure, 
but the MDF samples showed a comparatively larger weight 
loss: about 14% (SD 0.03%) after brown rot fungus expo- 
sure. Solid wood samples also showed a comparable weight 
loss with both decaying fungi. The measured weight loss 
suggested that the infection or deterioration by these fungi 
causes lower mechanical properties of wood-based compos- 
ites. 7 Mold fungi produced generally low weight losses 
(about 5%, with 0.02% SD) compared with those due to 
decaying fungi (Fig. 1). Plywood, OSB, and MDF samples 
lost more weight than particleboard when exposed to the 
three mold fungi. Trichoderma spp. and Penicillium spp. 
caused the largest weight loss in plywood. Solid wood 
samples had the least weight loss incurred by all three mold 
fungi. 

The extent of weight loss due to decaying fungi varied 
depending on the frame substrates of each panel composite. 
Peeled veneers with knife-checks were compacted closely 
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Fig. 1. Weight loss of wood composite boards exposed to various fungi 
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Fig. 2. Scanning electron micrographs of plywood and oriented strand 
board (OSB) samples exposed to the wood-decay fungi Phanerochaete 
chrysosporium and Tyrornyces palustris, a General view of sound ply- 
wood. b, c Hypha of P. chrysosporium colonizing vessel, d Many of the 

parenchymal cells are destroyed by P. chrysosporium, e General view 
of OSB. f, g Hypha growth of 7". palustris through the bordered pit in 
OSB. h Hypha growth of T. palustris within vessel lumens in OSB. Bars 
10am 

during hot-pressing and yielded no artificial voids in the 
plywood. Therefore, it may be that the cross section of 
hardwood veneer with large openings is the pathway of the 
fungi on the edge side of plywood. Flakes of OSB have, by 
far, a larger dimension than raw materials of particleboard 
and MDF and therefore can produce somewhat large voids 
in OSB even after the hot-pressing process. These voids 
might help wood-decaying fungi grow by providing abun- 

dant paths for fungal hyphae to penetrate the board. The 
larger weight loss of MDF exposed to brown rot fungi might 
be attributed to the higher cellulose composition of soft- 
wood species. Currently, most MDF panels are composed 
of about 75% softwood fibers and about 25% hardwood 
fibers bonded with urea-formaldehyde resin. Thus, the 
larger number of softwood fibers in MDF panels may cause 
the preference of brown rot fungi for attacking softwood 
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Fig. 3. Visual decolorization of w0od-based composites and scanning 
electron microscopy of plywood and medium-density fiberboard 
(MDF) exposed to the mold fungi Aspergillus spp. a Visual decoloriza- 
tion of wood-based composites, h Sound plywood with knife-checks, c 

Growth of Aspergillus mycelium and spores on plywood was limited 
within the cross section of veneer layers, d General view of MDF. e 
Mode action of Aspergillus penetrating the interracial void. f Advanced 
stage of MDF exposed to the mold fungi Aspergillus spp. Bars 10/~m 

species. Whi te  rot  fungi have a preference for at tacking 
hardwood species. 

I t  is also seen from the weight loss measurements  that  
mold  fungi can degrade all wood-composi te  boards,  al- 
though the degradat ion  is less than 5%. Particularly,  the 
large weight loss of M D F  might be explained by both fiber- 
making and board-sanding  processes.  M D F  fibers are being 
manufac tured  by the refining process under  pressure.  This 

refining process defibrillates wood fibers from middle  
lamella  be tween cells by the use of mechanical  forces under  
heat. Thus, this process exposes wood fiber surfaces, which 
are then susceptible to a t tack by mold  fungi. The combina-  
tion of refining and hot-pressing processes may expose 
polysacchar ide components ,  such as hemiceilulose or cellu- 
lose segments,  which can be nutrients for mold  fungi. Fur-  
thermore,  the ha rdened  surfaces of M D F  panel  made  by 
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hot-pressing are removed by a sanding process in the pro- 
duction line. This sanding process could facilitate the 
growth of mold fungi on MDF surfaces. 

Figures 2 and 3 are electron micrographs of wood-based 
composites exposed to the various fungi. In Fig. 2 are elec- 
tron micrographs of plywood and OSB samples exposed to 
white rot fungi for 2 weeks and brown rot fungi for 4 weeks, 
respectively. Two wood-decay fungi (P. chrysosporium and 
T. palustris) attacked most of the wood composite samples 
treated. As indicated by the weight loss, the extent of dete- 
rioration by these decay fungi was most severe in plywood 
(Fig. 2a-d) and OSB (Fig. 2e-h). During early decay (2 
weeks) of the plywood sample, most of the fungal mycelium 
were observed inside vessel lumens in the veneer, which had 
transverse sections on plywood edges. This observation in- 
dicates that large voids such as vessel lumens could promote 
the penetration of fungal hyphae, especially in hardwood 
plywood such as the aspen veneers used in this study. Mi- 
croscopic examinations revealed that the brown rot fungus 
T. palustris was the most aggressive decay fungus of all the 
board materials used here. 

As stated above, large voids between the flakes of OSB 
could play a similar role in the lumens of vessels in plywood. 
Figure 2h shows fungal hyphae present in a void of OSB. 
Particleboard appeared to be resistant to decay fungi, which 
might be attributed to the internal structure of the panel. 
Another reason might be the preservation of original sur- 
faces without sanding, which is the case for MDF. In gen- 
eral, microscopic examination indicated that the internal 
structure of wood-based composites had a strong influence 
on the attack by wood-decay fungi. 

In contrast, all three mold fungi limited their attack to 
board surfaces. A visual inspection revealed that surface 
discoloration was a typical deterioration of mold fungi in all 
board types (Fig. 3a). Mold fungal growth in plywood was 
concentrated exclusively on the exposed cross sections of 
the veneer layers (Fig. 3c). This finding suggests that the 
void space in the cross section provides a path for fungi to 
colonize the plywood surface. All three mold fungi covered 
the entire surface of MDF and showed good mycelial 
growth on the surface. Mold fungi (AspergilIus spp.) caused 
black discoloration on the surface of MDF (Fig. 3a). It was 
also observed that mold fungi (Aspergillus spp.) could pen- 
etrate the interfacial void between fiber bundles in MDF 
samples (Fig. 3e). The growth of this mold fungus showed a 
dense mycelium, most extensively on the surface of MDF 
(Fig. 3f). In contrast, the solid wood sample showed less 
susceptibility to mold fungal growth. This results are consis- 
tent with other reported results. 8 After an 8-week exposure, 

the spore and hyphae of mold fungi were extensively dis- 
tributed on the surfaces of all board types. 

Conclusion 

The results showed that most commercial wood-based com- 
posite boards were more or less susceptible to microorgan- 
isms than solid wood. Particularly, plywood and OSB were 
most severely attacked by two wood-decaying fungi, with 
large weight losses after 8 weeks of exposure. It was also 
shown that mold fungi can degraded wood-based composite 
board even though it was not severe. The three mold fungi 
used in this study caused less than 5% weight loss after the 
same period of exposure. Typical deterioration of these 
mold fungi manifested as discoloration of board surfaces, 
which could damage the board's ability to resist fungal at- 
tack. The resistance of plywood to fungal attack was mainly 
dependent on the anatomical characteristics of the wood 
species used in the wood veneer. The attack of mold fungi 
was confined to board surfaces regardless of the type of 
board. 

Acknowledgments The authors are grateful for Forintek Canada 
Corp. for providing the three mold fungi. We thank Dr. Y.S. Kim of 
Chonnam National University for his scientific advice. 

References 

1. Adair C (1996) OSB Outlook to the year 2000: mills, markets, and 
opportunities. In: Christiansen AW, Conner AH (eds) Wood adhe- 
sives. Forest Products Society, Madison, WI, pp. 9-13 

2. Merrill W, French DW, Hossfeld RL (1965) Effects of common 
molds on physical and chemical properties of wood fiberboard. 
TAPPI 48:470-474 

3. Behr EA, Wittrup BA (1969) Decay and termite resistance of two 
species particle board. Holzforschung 23(5):166-170 

4. Behr EA (1972) Decay and termite resistance of mediumdensity 
fiberboards made from wood residue. For Prod J 22(12):48-51 

5. Wang Q (1992) Wood based boards: response to attack by mold and 
stain fungi. PhD dissertation, Sveriges Lantbruksuniversitet, 
Uppsala, Sweden, pp. 1-26 

6. American Society for Testing and Materials (1971) Standard 
method for accelerated laboratory test of natural decay resistance of 
woods. ASTM D-2017, Philadelphia 

7. Highley TL, Illman BL (1991) Progress in understanding how brown 
rot fungi degrade cellulose. Biodet Abstr 5:231-244 

8. Scheffer TC (1973) Microbiological degradation and the causal or- 
ganisms. In: Nicholas DD (ed) Wood deterioration and its preven- 
tion by preservative treatment, vol. 1, Syracuse University Press, 
Syracuse, New York 


