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Choosing green sawing dimensions for Norway spruce from stochastic 
simulations

Abstract The high accuracy of log positioning and the sta-
bility of saw blades in breakdown machinery in modern 
sawmills have reduced the need to add margins for sawing 
variations. Oversize green sawing dimensions are still 
needed, but mainly to allow for drying shrinkage. This has 
put a new focus on better adapting green sawing dimensions 
to the shrinkage behavior of wood. In this study, a method 
for optimization of green sawing dimensions using stochas-
tic simulation is presented. Normal distributions were gen-
erated for planed dry dimensions, kerf width, and target 
moisture content. The minimum share of boards exceeding 
the specifi ed dry dimensions was decided, and deformations 
in boards from all positions in the cross section in a number 
of logs were simulated. The simulated shrinkage allowance 
from stochastic simulations was compared to experimental 
results from an industry test and to fi nite element results 
based on material data for Norway spruce. The results 
showed that the green width of the sawn boards should 
increase when the number of boards in the center yield 
increases. The green thickness of boards should be thinner 
for center boards and outer boards than for inner boards.

Key words Norway spruce · Drying · Stochastic simula-
 tion · Shrinkage · Wood

Introduction

The margins that are added to nominal lumber dimensions 
should compensate for sawing variations and for dimen-
sional changes and deformations in the sawn lumber arising 
from shrinkage during drying. The main deformation of 
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the cross section is cupping caused by differences in the 
radial and tangential shrinkage in wood. In spruce, the 
amount of tangential shrinkage is approximately twice that 
of the radial shrinkage.1 This means that the thickness and 
width shrinkage and the amount of cupping will depend on 
the position within the cross section of the log, as shown in 
Fig. 1.

The increasing accuracy in log positioning and consis-
tency in kerf width in modern sawmills reduces the need to 
compensate for sawing variations, but margins are still 
needed to allow for shrinkage during drying.2 Today, saw-
mills often use the same margins for all boards, but if indi-
vidual margins are used for each board, it will be possible 
to increase yield by producing the same dimensions from 
logs with smaller diameters. When the radial and tangential 
shrinkage coeffi cients are known, it is possible to analyti-
cally calculate the dry dimensions for boards from different 
positions in the cross section of the log.3 Normally, the dry 
dimensions are specifi ed and the green sawing dimensions 
have to be calculated. This article presents a method for 
fi nding the green sawing dimensions by the use of stochastic 
simulation. The algorithm is related to experimental data 
and was verifi ed using the fi nite element method (FEM). 
Only plane cross-section deformation was considered, and 
not drying deformations along the length of the boards such 
as crook, bow, and twist.

Materials and methods

Experimental material

The study was based on data obtained by industrial mea-
surements of green and dry dimensions for boards sawn 
from Norway spruce logs [Picea abies (L.) Karst.] at a 
Swedish sawmill. The sawing patterns used gave a center 
yield of 2, 3, or 4 boards (denoted 2EX, 3EX and 4EX, 
respectively). The saw logs were selected from three log size 
classes with 21 logs in each class, and the sawing pattern was 
decided by the log size according to Table 1. This gave a 
total of 189 boards with dry dimensions 51 × 149 mm.
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The sawn boards were dried in a batch kiln and the 
average moisture content (MC) after drying was measured 
as 7.3% with a standard deviation of 0.44%. Green and dry 
dimensions for each board were measured with a digital 
caliper at 300 mm from the top end of the boards. The mea-
surements were made between the stickers that separate the 
layers of boards, and this means that cross-sectional defor-
mation was comparable to deformation in free drying.

An earlier study4 based on the same experimental data 
concluded that the main infl uence on shrinkage was the pith 
position in the cross section and that the density (i.e., the 
growth rate) had a very small effect on shrinkage. The 
general agreement between the analytically calculated 
shrinkage, the FEM simulation results with different mate-
rial models, and experimental results has been previously 
reported.5

Analytic calculations

Using the radial and tangential shrinkage coeffi cients, it is 
possible to calculate the stress-free deformation of a cross 
section if the pith is located outside the cross section.3 The 
width shrinkage on the sapwood side (ws), width shrinkage 
on the pith side (wp), shrinkage in edge thickness (te), and 
shrinkage at mid-thickness (tm) were calculated as:
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where kr is the radial shrinkage coeffi cient (oven-dry length/
green length), kt is the tangential shrinkage coeffi cient 
(oven-dry length/green length), a is the distance from the 
pith to the sapwood side of the board, b is the green board 
width, and c is the green board thickness.

Cupping was calculated as:
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The calculated values were comparable to results from an 
elastic FEM model, except for the 3EX center board, for 
which the pith was in the middle of the cross section. The 
analytical expressions are not applicable to 3EX center 
boards due to the stress induced. Also, the analytical method 
is only valid if the MC in the cross section is assumed to be 
constant. However, in the current study, 3EX center-board 
analytical values were calculated by splitting the board in 
two (i.e., with half the thickness). A fi ctitious 3EX center 
board was constructed by mounting the two halves together 
after drying. Cupping for the 3EX center board was mea-
sured as half of the difference between the mid-thickness 
and edge thickness.

Stochastic simulation

The minimum values for green sawing dimensions were 
calculated by stochastic simulation.6 Random normal distri-
butions with average values and standard deviations were 
generated from experimental data (Table 2) for target mois-
ture content, radial and tangential shrinkage coeffi cients, 
and kerf width for the saw blades. Initial estimations of 
green dimensions were made from the specifi ed dry dimen-
sions. Sawing was then simulated for a number of boards, 
and the deformation during drying was calculated from the 
analytic expressions given in Eqs. 1–5. The green dimensions 
were adjusted and the simulation was repeated until the 
specifi ed dry dimensions were reached for a specifi ed share 
of the boards.

Fig. 1. Deformations after drying to 7% moisture content in cross sec-
tions of boards sawn from Norway spruce with 4EX (left) and 3EX 
(right) square sawing pattern

Table 1. Log size classes and sawing patterns used in this study

No. of logs Top diameter (mm) Sawing pattern (center yield)

21 190–200 2EX log 51 × 149 mm
21 225–235 3EX log 51 × 149 mm
21 270–280 4EX log 51 × 149 mm

Table 2. Random distributions for the simulation

Distribution Average 
value

Standard 
deviation

Cant saw, kerf width (mm) 4 0.3
Ripsaw, kerf width (mm) 4 0.3
Radial shrinkage coeffi cient kr 0.9619 0.0083
Tangential shrinkage coeffi cient kt 0.9274 0.0107
Target moisture content Experimental values for 

each sawing pattern
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The algorithm is summarized in the following four steps:

1. Generate random distributions (n = 400) according to 
Table 2.

2. Set green dimensions for the cant equal to the dry target 
dimensions for the boards plus the average width for 
each saw kerf.

3. Use the random distributions from step 1 together with 
the cant dimensions from step 2 to calculate dry board 
dimensions using Eqs. 1–5 for boards sawn from 400 
cants.

4. Increase the green dimensions for the cant and repeat 
step 3 until the specifi ed share of boards with dimensions 
exceeding the dry target dimensions is reached.

FEM simulations

Simulations using FEM give a detailed description of the 
moisture content u as a function of time and also indicate 
how the induced stress and dimensional changes of the 
boards vary during drying (u is water mass/oven-dry wood 
mass). The fi nal dimensions after completing the drying 
schedule were used in this study for comparisons of the 
infl uence of different board positions in the cross section of 
the log.

In the fi rst step, the drying process was simulated using 
an isothermal two-dimensional fi nite element (FE) diffu-
sion model. The diffusion coeffi cient (Fig. 2) and the mass 
transfer coeffi cient were taken from earlier experiments7 
valid for Norway spruce [Picea abies (L.) Karst.]. The drying 
schedule was aimed at 7% fi nal MC after 120 h drying 
(Fig. 3). The commercial FE program ABAQUS8 was used 
together with user subroutines to model wood as an ortho-
tropic material. The orthotropic axes were modeled in a 
cylindrical coordinate system and no spiral grain was 

assumed. The results from the fi rst step were the distribu-
tion of MC in the body as a function of time.

Then, in the second step, the stresses, strains, and dis-
placements (as functions of time) were calculated using the 
previously calculated distribution of MC as input. An 
elastic–mechanosorptive material model was used. The 
elastic orthotropic material model and the material coeffi -
cients for Norway spruce are shown in the appendix. 
Mechanosorption was induced via an added nonelastic 
mechanosorptive strain increment mσ|du|, where m was 
0.15, 0.2, and 0.0001 (1/MPa) in the radial, tangential, and 
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longitudinal directions, respectively.9 A more detailed 
description of the FE model is given by Ekevad.10

Optimization of dimensions

Two different methods were used to fi nd the optimal green 
dimensions. In the fi rst method, the minimum width on 
the sapwood side and the planed thickness (edge thickness 
minus cupping) fulfi lled by 99% of boards were chosen 
as the starting values, and green dimensions for each 
sawing pattern and position in the cross section were simu-
lated using the analytical expressions and stochastic 
simulation.

In the second method, FEM was used to fi nd the shrink-
age for each sawing pattern and position. To fi nd the best 
green sawing dimensions, the calculated shrinkage was 
added to the average measured dry dimensions for all 
boards.

Results

The measured average values for dimensions in the green 
and dry conditions and for MC in the dry condition are 
presented in Table 3. After drying, the average width for all 
boards was 148.71 mm, and the average planed thickness 
was 49.01 mm. These values were used as target dimensions 
for each position and sawing pattern in the FEM analysis. 
The width exceeded by 99% of all boards was 145.5 mm, 
while the planed thickness exceeded by 99% of all boards 
was 47.1 mm. These values were used as the target dimen-
sions for 99% of the boards for each position and sawing 
pattern in the stochastic simulations.

The optimal sawn dimensions according to FEM and 
stochastic simulation for each sawing pattern are presented 
in Figs. 4 and 5, together with average measured values. The 
sawing patterns used at the sawmill were set with equal 
width and thickness for all boards, resulting in approxi-
mately the same measured values for all sawing patterns. 
The FEM and simulated values show that individual green 
target dimensions for each board in a sawing pattern can be 
used to increase the yield. The FEM and simulated results 
differ in the absolute values obtained, but the general trends 
are in agreement.

Discussion

Using square sawing, the sawn width for center or inner 
boards from a log was the same as for the outer boards, 
while the thickness could be optimized in all positions. The 
differences between the results from FEM and stochastic 
simulations were mainly caused by the different values for 
the shrinkage coeffi cients. The coeffi cients used in the sto-
chastic simulation were estimated from the experimental 
data, while FEM coeffi cients were based on literature values 
for Norway spruce. It is believed that FEM should give 

Table 3. Measured average dimensions in green and dry conditions and fi nal moisture content (MC)

Sawing pattern Width sap side (mm) Edge thickness (mm) Cup (mm) MC (%)

Green Dry Green Dry Dry Dry

Value SD Value SD Value SD Value SD Value SD Value SD

3EX in 156.6 0.2 151.8 1.1 53.6 0.2 50.2 0.3 0.58 0.47 7.56 0.37
2EX in 156.5 0.2 149.4 0.9 53.7 0.3 50.6 0.4 1.92 0.52 7.43 0.31
3EX out 156.7 0.3 147.8 0.9 53.6 0.3 51.0 0.4 1.74 0.51 7.50 0.40
4EX out 156.5 0.3 148.0 1.3 53.5 0.3 50.8 0.4 1.90 0.65 7.06 0.42
All Boards 156.6 0.3 148.7 1.6 53.6 0.3 50.7 0.4 1.72 0.72 7.30 0.44
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more accurate results (compared to the analytic calcula-
tions used in the stochastic simulations) when constraints 
are applied during drying because FEM takes the induced 
stresses into consideration. The pith was assumed to be 
centered in 3EX center boards. If the pith is closer to one 
side, there will be a cupping of the center boards (Fig. 6.) 
These boards are more likely to crack due to the induced 
stress.

Both methods show that center and outer boards should 
be sawn thinner than inner boards and that the sawn width 
should be increased with the number of boards in the center 
yield. The boards were dried to a low MC (about 7%) and 
the differences in recommended green thickness between 
positions in Fig. 5 are larger than they would be for a normal 
target MC. There will be less constraint on thinner boards 
when different thicknesses are mixed in the kiln, but the 
variations in thickness are believed to be too small to have 
signifi cant infl uence on warp or twist.

Appendix: material coeffi cients used in the FE 
simulations

A summary of the three-dimensional orthotropic elastic 
material model and the numerical values of the material 

parameters that were used are given here. The model was 
fully described by Ekevad.10 The material parameters are 
functions of temperature and MC.

Orthotropic directions for the material description are 
derived from a cylindrical coordinate system r-φ-z with the 
origin in the pith position and with the longitudinal z-direc-
tion along the pith (normal to the cross section of the 
board). Radial and tangential directions follow from this 
defi nition. The basic notation used below is that indices 1, 
2, and 3 stand for radial, tangential, and fi ber (longitudinal) 
directions, respectively. For stress and strain, a vector 
notation is used where the vectors are of size 6 and 
where the indices 1–6 indicate the normal directions 1, 2, 
and 3 and the shear directions 12, 13, and 23, respectively. 
An elastic modulus vector of size 6 is defi ned where the 
indices 1–6 indicate the elastic moduli in the normal direc-
tions E1, E2, and E3 and the shear modulus G12, G13, and G23, 
respectively.

The elastic relation between stress and strain follows 
from the defi nition of the elastic strain increment vector, 
which is modeled as:

d d d d d dε σ α β σ σ= + + − +( )F T u F M T M uT u0 0 ,

where vectors (with overbars) are of size 6 and matrices 

(with two overbars) are of size 6×6 and where F  is the linear 
elastic fl exibility matrix, α 0  is the temperature expansion 

coeffi cient, β 0 is the moisture expansion coeffi cient, and MT 

and Mu  are the matrices containing relative gradients of 
elastic moduli, E, with respect to temperature and MC, 
respectively. Elastic material coeffi cients at T = 20°C and 
u = 20% are given in Table A1.

The variation of material coeffi cients with temperature 
and MC are specifi ed as linear variations.

Poisson’s ratios νij were set as constants, and symmetry 
gives νij/Ei = νji/Ej for i,j = 1, 2, 3. The moisture expansion 
coeffi cients β1, β2, and β3 were constant, as the values speci-
fi ed in Table A1 for u < 0.3 and zero for u > 0.3. The tem-
perature expansion coeffi cients α1, α2, and α3 were constants, 
see Table A1.

The variations with T and u for all E and G components 
were accounted for by linear functions fi and gi, as Ei(T,u) 
= Ei(T = 20°C, u = 20 %)·fi(T)·gi(u) for i = 1, 2, . . . 6. The 
gradients of the linear functions fi were for i = 3 
∂
∂

f
T

3 0 00233
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°
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Fig. 6. Deformations after drying to 7% moisture content in cross sec-
tions of boards sawn from Norway spruce with a 3EX square sawing 
pattern

Table A1. Elastic material coeffi cients at 20°C and 20% MC (estimated from the literature11)

E1 (MPa) E2 (MPa) E3 (MPa) G12 (MPa) G13 (MPa) G23 (MPa) υ12 υ13 υ23

425 249 11390 34.2 729 695 0.418 0.00707 0.00521
β01 β02 β03 α01 α02 α03

0.133 0.267 0.000 0.000 0.000 0.000

E, elastic moduli; G, shear moduli; υ, Poisson’s ratios; β, moisture expansion coeffi cients; α, temperature expansion coeffi cients
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tions gi were for u < (ufsp–0.04) and i = 3 
∂
∂
g
u

3 0 7344= − .
 
and

 

for u < (ufsp–0.04) and i = 1,2,4,5,6
 
∂
∂
g
u

i = −4 67. . The gradients 

of the linear functions gi were zero for all components, i.e., 
gi = gi(u = ufsp–0.04) for u > (ufsp–0.04). The fi ber saturation 
point was set as ufsp = 0.3298–0.001·T (T in °C).
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